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Sirolan Laserscan
Micron Test Report

Pines Edge Suri AlpacaslLinda Kondris
12245 Melba Rd
Black Forest CO 80106

11124112

TestNo: 447855

Animal and Sample Description

Animal Name: Sueet Suri Brianna Animal lD: 31328456
Sample Location: Side
sample Date: 11t1qt12 ^ \  

' lAge: oi:n-ang 5 lz ti t'=_"
Breed:
Sex:
Color:

Alpaca(Suri)
Female
Lt Fawn

lldean Fiber Diameter:
Standard Deviation:
Coefficient of Variation:
Fibes Greater Than 30 microns:

Laboratory Data

23.8 microns
5.0 microns

20.8 %
8.6 %

12.49

P

r
c 9.00

n
t

o
f

00

b

e
r

a3
t
i
o
n

-

1?3456769101112 1516171819207122292425262728293031323334353637383940414243

Fiber Diameter - microns

This Test Performed According to I.WT.O l,lethod t2


