Customer
Top Hat Alpacas

Arto
Fibrg

FIBRE ANALYSIS

LABORATORIES Art Of Fibre UK

OFDA Test Report

OFDA2141 v5.441 (Cal:5.0482W-2.06), Measured: 18Jan25, File: 2141_250118_032050.MES

Name : Fergus Diameter : 14.1 um Staple length : 100.0 mm

Description : Certified Alpaca Testing Jan SD:3.2um Finest from tip : 85.0 mm
Operator : esther verbeek CV:226% Mean diam ends : 15.4 um
Lot/client : Top Hat Alpacas CE:6.6 um Skin diam : 15.0 um
Comfort : 100.0 % Min diam : 13.8 um
%<15um : 59.5 % Max diam : 16.2 um

Spin fineness : 13.9 um SD Along : 0.7 um

Curve : 41.8 deg/mm SD Across : 4.9 um

Curve SD : 34.4 deg/mm
Num fibres : 1329
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