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Optical Fiber Diameter Analyser (OFDA 2000) Micron Test Report
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905897
Maple VIew Alpacas

Edwin G Pierrot

8462 Chris1miller Rd
Otto NY 14766 USA
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Fiber Diameter - microns
Tested and conditioned under standard condltJons for testing textiles

AnImal and Sample Description

Animal Name: Peyton Maye
Breed: Alpaca(Huacaya)
Sex: Female
Color: U Fawn
AnimalID: 35161714
Sample Location:
Sample Date:

Date of Birth (Age):

Side
05129/15

09/08114
Previous Shear Dale: XXIXXIXX

l
Laboratory Oata

Mean Fiber Diameter: 21.3 microns

Standard Deviation: 5.5 microns

Coefficient of Variation: 25.6 %

Spin Fineness: 21.7 microns
Fibers> 30 microns: 5.4 %

Comfort Factor: 94.6 %
Mean Fiber Curvature: 28.1 deglmm

Standard Deviation Curvature: 22.5 deglmm
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